Brookfield Viscosity

H o,
Styrene Butadiene Latex Styrene (%) (20 rpm, 25°C, mPa.s)
EUROPRENE?® Latice 5570 26 800
EUROPRENE® Latice 5577 30 800

EUROPRENE® Latice 2430 35 1100




